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NACE STANDARD TM-01-070 “VISUAL STANDARD FOR SURFACES OF NEW
STEEL AIR BLAST CLEANED WITH SAND ABRASIVE”
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Iron Oxide (FeO) 25-55%
Silica (SiO2) 20-35%
Aluminum Oxide (Al.O3) 8-12%
Calcium Oxide (CaO) 4-15%
Zinc Oxide (Zn0O) <12%
Cooper Oxide (CuO) <1.5%
Tin Oxide (SnO) <1%
Nickel Oxide (NiO) <0.8%
Magnesium Oxide (MgO) <3%
Manganese Oxide (MnO) <1%
Free Silica <1%
;YR ndn 4.4
Grain size range (1SO11127-2) 0.2-1.4 mm
Mosh hardness (ISO 11127-4) : min 6
Conductivity of aqueous extract (ISO 11127 — 6) : max 25 ms/m
Water soluble chloride (ISO 11127- 7): max 25 ppm
Apparent density (1ISO 11127 -3) : 3.3-3.9 ton/m"3
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